NOTES: | .PRIOR TO APPLICATION OF SPLICE ADHESIVE, THE EXISTING LAP SEAM S TO BE
PREPARED WITH MANUFACTURER'S RECOMMENDED CLEANING SOLUTION AND
PROCEDURES. CONSULT MANUFACTURER FOR RECOMMENDED MEANS AND METHODS.

2.INSPECT THE EXISTING FIELD LAP SEAM FOR BONDING DEFICIENCIES. CLEAN AND REFPAIR
PRIOR TO COVER STRIP APPLICATION.
3.FOR TYPICAL LAP SEAM RESTORATION SEE DETAIL /R
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